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AROVAST CORPORATION .Client Name :

1202 N. MILLER ST. SUITE A, ANAHEIM, CA 92806, USA

.

Client Address :

Air Fryer.Sample Name :

Model No. :. CAF-LI401S.

The above sample(s) and information were provided by the client.

-----------------------------------------------------------------------------------------------------------------------------------------------------------

.

SGS Job No. : CP22-003227 - SZ .

Date of Sample Received : . 20 Jan 2022.

Testing Period : . 20 Jan 2022 - 26 Jan 2022 .

Test Requested : . Selected test(s) as requested by client. .

Please refer to next page(s). .

Please refer to next page(s). .

Test Method : .

Test Results : .

Jessie Li.

Approved Signatory .

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch.
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Test Results : .

Test Part Description : .

Specimen No.. SGS Sample ID. Description.

SN1. CAN22-013019.005 Black soft material 5# .

SN2. CAN22-013019.009 Black coating on metal 9# .

Remarks :.

(1) 1 mg/kg = 1 ppm = 0.0001% .

(2) MDL = Method Detection Limit .

(3) ND = Not Detected ( < MDL ) .

(4) "-" = Not Regulated .

Bisphenol-A.

Test Method : . With reference to Part II Section D2 of Testing Methods for Foodstuffs, Implements, Containers 

and Packaging, Toys, Detergents, JETRO, Japan External Trade Organization, 2009 

(Dichloromethane extraction by ultrasonic bath). Analysis was performed by HPLC-MS .

CAS NO.Test Item(s). Unit. MDL. 005. 009.

Total content of Bisphenol A . 80-05-7. mg/kg. 0.1 ND. ND.
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ATTACHMENTS 

BPA Testing Flow Chart 
 

 

Sample cutting / preparation 

Sample Measurement  

Solvent extraction  

Concentration/Dilution  

Filtration 

HPLC-MS 

DATA 

Clean-Up 
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Sample photo: .

CANEC2201301902

CAN22-013019.005 .

CANEC2201301902

CAN22-013019.009 .

SGS authenticate the photo on original report only .

*** End of Report *** .
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