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Client Name:  AROVAST CORPORATION 

Client Address:  1202 N. MILLER ST. SUITE A, ANAHEIM, CA 92806, USA 

 
Sample Name:  Air fryer 

Model No.:  CAF-DC601-KEU 

Client Ref. Information:  CAF-DC601-KEU, CAF-DC601-KUK, CAF-DC601-KEUR, CAF-DC602-KEU, 
CAF-DC602-KUK, CAF-DC602-KEUR,  CAF-DC601-XXXX (where "X" may be 
blank, number from 0 to 9 or letter from A to Z) CAF-DC602-XXXX (where "X" 
may be blank, number from 0 to 9 or letter from A to Z) 

Manufacturer:  Zhejiang Tianxi Kitchen Appliance Co., Ltd. 

Manufacturer Address:  No.8 Shanyan Road, Huzhen, Jinyun, Lishui,Zhejiang, China / No. 1 West 2nd 
Road, Huzhen Town,Jinyun,LISHUI Zhejiang 321404, China 

The above sample(s) and information were provided by the client. 
---------------------------------------------------------------------------------------------------------------------------------------------  
 
SGS Job No.:  SZP23-011579 

Sample Receiving Date:  Aug 01, 2023 

Testing Period:  Aug 01, 2023 ~ Sep 09, 2023 

Test Requested:  Select test(s) as requested by the client. 

Test Method(s):  Please refer to next page(s). 

Test Result(s):  Please refer to next page(s). 

 

 Test Requirement Conclusion 

1 Verification for label claim validity - Bisphenol A free by Total Content of Bisphenol A Pass 
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Test Result(s):  
 

Test Part Description： 

SN ID Sample No. SGS Sample ID Description 
Material 

(claimed by 
the client) 

SN1 A2 CAN23-0069386-0001.C002 Black plastic gasket PTFE 

SN2 A6 CAN23-0069386-0001.C006 Black coating in metal pot PTFE coating 

SN3 A9 CAN23-0069386-0001.C009 Black silicone Silicone 

 
Remarks: 

(1) mg/dm2 = milligram per square decimeter 
mg/kg = milligram per kilogram 

(2) ℃ = degree Celsius 

(3) <= less than 
(4) RL = Reporting Limit 
(5) ND = Not Detected (< RL). 

 
Verification for label claim validity - Bisphenol A free by Total Content of Bisphenol A 
 
Test Method: With reference to SGS in house method, analysis was performed by LC-MS/LC-MS/MS. 
 

Test Item(s) Limit Unit(s) RL A2 

Bisphenol A Prohibited mg/kg 0.1 ND 

Comment Pass 

 

Test Item(s) Limit Unit(s) RL A6 

Bisphenol A Prohibited mg/kg 0.1 ND 

Comment Pass 

 
 

Test Item(s) Limit Unit(s) RL A9 

Bisphenol A Prohibited mg/kg 0.1 ND 

Comment Pass 

 
Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple 
Acceptance Rule (w=0) stated in ILAC-G8:09/2019. 
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Sample Photo: 

 

CAN23-0069386-0001.C002 

 

 

CAN23-0069386-0001.C006 
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CAN23-0069386-0001.C009 

 
SGS authenticate the photo on original report only 

*** End of Report *** 
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